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Wuxi xingda new poam plastics materlals co. , ltd .Client Name :

88 xigang RD(S)dong gang town xishan district ， WUXI, jiangsu, china

.

Client Address :

XC.Sample Name :

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : TJPL2204000470PC - TJ .

SGS Internal Reference No. : . SUIN2204003657PC .

Date of Sample Received : . 26 Apr 2022.

Testing Period : . 26 Apr 2022 - 05 May 2022 .

Test Requested : . Selected test(s) as requested by the client. .

Test Method(s) : . Please refer to next page(s). .

Test Result(s) : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

US FDA 21 CFR 177.1640- Total residual styrene . PASS.

. .Approved Signatory .

Sissie Peng.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch.
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Test Result(s) : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. NGB22-007820.001 POLYSTYRENE.White plastic granular powder .

Remarks :

                 (1) mg/dm² = milligram per square decimeter

                 (2) mg/kg = milligram per kilogram

                 (3) ℃= degree Celsius

                 (4) < = less than

                 (5) MDL = Method Detection Limit

                 (6) ND = Not Detected ( < MDL)

US FDA 21 CFR 177.1640- Total residual styrene.

Test Method : . With reference to US FDA 21 CFR 177.1640 .

MDLTest Item(s). Limit. Unit. 001.

Total residual styrene . 0.5 % (w/w). 0.1 ND.

Notes :.

(1) %(w/w) = percentage of weight by weight .

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule ( w =0) stated in ILAC-G8:09/2019. .
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Sample photo: .

NGBML2200782001

NGB22-007820.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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